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1.a:53:.-25 , 

Project.: HWD-046B 

Sample. No: 87 070020 

Laboratory: RX 

I Asbestos - Bulk Anal 
I Parameter 

Chrysotile. 
Amos ite 
Anthaphyllite 
Tremolite 
Aetinolite 
Crocidolite 
Glass Fiber 
Mineral (Rock) Wool 
Cellulose 

EPA Region X Lab Management System 
Sample/Project Analysis Results 

ASARCO TACOMA SMELTER SITE STABILIZATION 

Begin Sample Date: 87/02/12 11:45 Source: 

Description: W END #2 BRICKFLUE (OLD STRUCTURE) 

Officer: RXW 

Sld/SemiSld 
Result Units 

I 

UND 
UND 
UND 
UND 
UND 
UND 
UND 
UND 
UND 
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% 
% 
% 
% 
% 
% 
% 
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r\ 3-MAR-8 7-
14:53:25 ' 

Project:. HWD-046B 

Sample No: 87 070022 

Laboratory: RX 

EPA Region X Lab Management System 
Sample/Project Analysis Results 

ASARCO TACOMA SMELTER SITE STABILIZATION 

Begin Sample Date: 87/02/13 10:30 Source: 

Description: GODFREY ROASTER AREA - LARGE VENT FLUE C 
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Officer: RXW Account: GB10PU58 

I Asbestos - Bulk Anal 
I Parameter 

Chrysotile 
Amosite 
Anthophyllite 
Tremolite 
Aetinolite 
Crocidolite 
Glass Fiber 
Mineral (Rock) Wool 
Cellulose 

:sld/SemiSld | 
Result Units 

UND 
UND 
UND 
UND 
UND 
UHD 
UND 
UND 
UND 

% 
% 
% 
% 
% 
% 
% 
% 
% 

(Sample Complete) 
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EPA Region X Lab Management System 
Sample/Pro]ect Analysis Results 

Project:: HWD-046B ASARCO TACOMA SHELTER SITE STABILIZATION 

Sample No: 87 070023' Begin Sample Date: 87/02/13 10:40 Source: 

Laboratory: RX Description: MATERIAL ON FURNACE, GOD ROASTER AREA 
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Officer: RXW Account: GB10FU58 

I Asbestos - Bulk Anal 
Parameter 

Sld/SemiSld 
Result Units 

Chrysotile 
Amosite. 
Anthophyllite 
Tremolite 
Aetinolite 
Crocidolite 
Glass Fiber 
Mineral (Rock) 
Cellulose 

Wool. 

UND 
UND 
UND 
UND 
UND 
UND 
UND 
UND 
UND 

% 
% 
% 
% 
% 
% 
% 
% 
% 

(Sample Complete) 



3-MAH-87 
14:53:25 

Project: HWD-046B 

Sample No: 87 070024 

Laboratory: RX 

EFA Region X Lab Management System 
Sample/Project Analysis Results 

ASARCO TACOMA SMELTER SITE STABILIZATION 

Begin Sample Date: 87/02/13 10:55 Source: 

Description: COVERING ON DOOR OF HOPPER IN GOD ROASTE 
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Officer- RXW Account: GB10PU58 

Asbestos - Bulk Anal 
Parameter 

Sld/SemiSld | 
Result Units j 

Chrysotile 
Amosite 
Anthophyllite 
Tremolite 
Aetinolite 
Crocidolite 
Glass Fiber 
Mineral (Rock) Wool 
Cellulose 

40 
UND 
UND 
UND 
UND 
UND 
UND 
UND 
UND 

% 
% 
% 
% 
% 
% 
% 
% 
% 

(Sample Complete) 
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Project.: HWD-046B.; 

Sample No:. 87 070025 

Laboratory:- RX 

EPA Region X Lab Management System 
Sample/Project Analysis Results 

ASARCO TACOMA SMELTER SITE STABILIZATION 

Begin Sample Date: 87/02/13 15:30 Source: 

Description- ROOF OF NO 1 PIPE TREATER BLDG 
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Officer: RXW Account: GB10FU58 

f Asbestos - Bulk Anal 
I Parameter 

Chrysotile 
Amos i't e 

..Anthophyllite 
Tremolite 
Aetinolite 
Crocidolite 
Glass Fiber 
Mineral (Rock) Wool: 
Cellulose 

Sld/SemiSld 
-Result Units 

3 0 
UND 
UND 
UND 
UND 
UND 
UND 
UND 
UND 

% 
% 
% 
% 
% 
% 
% 
% 
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(Sample Complete) 
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EPA Region X Lab Management System 
Sample/Project Analysis Results 

Project.: HWD-0.46B . ASARCO TACOMA SMELTER SITE STABILIZATION 

Sample No: 87 074570 Begin Sample Date: 87/02/06 14:00 Source: 

Laboratory: RX ' Description: BEHIND CHANGE H0USE(15) ON BRICK FLUE 

Comment: 37" LEFT OF WHITE WARNING SIGN 
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Officer: RXW Account: GB10FU58 

I Asbestos - Bulk Anal 
I Parameter 

Sld/SemiSld r | 
Result Units I 

Chrysotile 
Amosite 
Anthophyllite 
Tremorite 
Aetinolite 
Crocidolite 
Glass Fiber 
Mineral (Rock) Wool 
Cellulose 

20 
UND 
UND 
UND 
UND 
UND 
UND 
UND 
UND 

% 
% 
% 
% 
% 
% 
% 
% 
% 

(Sample Complete) 
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i 4 : 5 3 : 2 5 

^ " 3 « c t . : HWD-046B ^̂  

^ - P ^ e « o : 87 0 7 4 5 7 ^ 

I - a b o r a t o r y : RX 

Chrysotile 
Amosite 
Anthophyllite 
Tremolite 
Aetinolite 
Crocidolite 
Giass Fiber 

°«?xn sample Da^ ''̂''''''° ''*""* """^"^^ ^ " E STABIi.., 
""Pie Date: 87/02/ao U-oo ^^ABILIZATION 

^--^Ption.. BR.CK F.„, ,„, ̂ „ ""'=^-

Sid/semisid 
Result Units 

UND % 
UNO % 
UWD % 
UND % 
UND % 
UND % 
UND % ' 
UND % 
UND % 

Off leer.:- Rxw 
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Account: GBlOPuss' 

'^^"Pie Complete, 


